
1 February 25, 2022

Figure 1 – Plan view of drill hole and section line locations



2 February 25, 2022

126.75 m, 39 g/t Ag, 0.12% 
Cu, 1.41% Pb, 2.91% Zn 

55.10 m, 42 g/t Ag, 0.07% 
Cu, 1.16% Pb, 3.87% Zn 

191.85 m, 91 g/t Ag, 0.21% 
Cu, 4.80% Pb, 8.00% Zn 

Details of intervals for drill holes not described in this current release are 
available in previous press releases

Figure 2 – Cross Section A



3 February 25, 2022

24.65 m, 96 g/t Ag, 0.13% 
Cu, 0.30% Pb, 5.01% Zn 

66.55 m, 46 g/t Ag, 0.13% 
Cu, 1.11% Pb, 4.73% Zn 

219.90 m, 59 g/t Ag, 0.20% 
Cu, 1.24% Pb, 3.82% Zn 

86.60 m, 34 g/t Ag, 0.17% 
Cu, 1.09% Pb, 2.55% Zn 

Details of intervals for drill holes not described in this current release are 
available in previous press releases

Figure 3 – Cross Section B



4 February 25, 2022

38.55 m, 126 g/t Ag, 0.07% 
Cu, 3.83% Pb, 2.72% Zn 

92.65 m, 44 g/t Ag, 0.09% 
Cu, 1.46% Pb, 2.09% Zn 

322.85 m, 64 g/t Ag, 0.06% 
Cu, 1.92% Pb, 3.80% Zn 

26.50 m, 21 g/t Ag, 0.08% 
Cu, 0.93% Pb, 2.22% Zn 

Details of intervals for drill holes not described in this current release are 
available in previous press releases

Figure 4 – Cross Section C


